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Initial Data Screening - Money Metals Mine
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Aluminum 4 4 11,455 6,450 No Aluminum 0 NA NA NA NA
Antimony 4 1 0.39 0.5 Yes Antimony 0 NA NA NA NA
Arsenic 7 7 6.0 16 Yes Arsenic 4 0 <0.0030 <0.0030 No
Barium 4 4 116 74.8 No Barium 0 NA NA NA NA
Beryllium 4 4 1.0 0.913 No Beryllium 0 NA NA NA NA
Cadmium 7 4 1.19 2.84 Yes Cadmium 4 2 <0.0020 0.0149 Yes
Ttl Chromium 7 6 38 21.4 No Ttl Chromium 0 NA NA NA NA
Cobalt 4 4 4 6 Yes Cobalt 0 NA NA NA NA
Copper 7 7 20 106 Yes Copper 4 4 0.0031 0.144 Yes
Iron 4 4 17,350 17,100 No Iron 0 NA NA NA NA
Lead 7 7 48 220 Yes Lead 4 3 <0.0020 0.0081 Yes
Manganese 4 4 633 461 No Manganese 0 NA NA NA NA
Mercury 6 2 0.03 0.0214 No Mercury 0 NA NA NA NA
Nickel 3 3 16 8.53 No Nickel 0 NA NA NA NA
Selenium 6 0 1.5 NA No Selenium 0 NA NA NA NA
Silver 5 3 0.3 0.939 Yes Silver 0 NA NA NA NA
Thallium 4 4 0.59 1.47 Yes Thallium 0 NA NA NA NA
Vanadium 4 4 16.8 15.2 No Vanadium 0 NA NA NA NA
Zinc 7 7 97 441 No Zinc 4 3 <0.050 1.7 Yes

Aluminum NA NA 19,080 NA NA Aluminum 3 3 19,080 3,060 No
Antimony NA NA 1.32 NA NA Antimony 2 2 1.32 3.21 Yes
Arsenic 3 3 9.6 8.4 No Arsenic 10 10 9.6 500 Yes
Barium NA NA 156 NA NA Barium 3 3 156 51.1 No
Beryllium NA NA 1.38 NA NA Beryllium 2 2 1.38 0.662 No
Cadmium 3 0 0.54 NA No Cadmium 10 9 0.54 20 Yes
Ttl Chromium 3 2 59 28 No Ttl Chromium 10 6 59 10 No
Cobalt NA NA 9 NA NA Cobalt 3 3 9 9.38 Yes
Copper 3 3 20 36 Yes Copper 10 10 20 2,280 Yes
Iron NA NA 29,488 NA NA Iron 3 3 29,488 142,000 Yes
Lead 3 3 43 71 Yes Lead 10 10 43 39,800 Yes
Manganese NA NA 536 NA NA Manganese 3 3 536 1,740 Yes
Mercury 3 1 0.032 0.11 Yes Mercury 10 9 0.032 1.03 Yes
Nickel NA NA 28 NA NA Nickel 3 3 28 8.48 No
Selenium 3 3 1.69 NA NA Selenium 10 2 1.69 900 Yes
Silver NA NA 0.610 NA NA Silver 3 3 0.610 148 Yes
Thallium NA NA 3.06 NA NA Thallium 2 1 3.06 8.05 Yes
Vanadium NA NA 49.8 NA NA Vanadium 3 3 49.8 11.30 No
Zinc 3 3 64.4 110 Yes Zinc 10 10 64.4 2,320 Yes
1  Three or fewer background sediment samples were collected; therefore, the mean background for sediment is presented.  Background surface water is based on one collected sample.
2  The 95% upper confidence limit (UCL95) of the mean was calculated for background soil.  Waste rock results are being compared to the UCL95 for soils.
3  Background values that were non-detect were included in calculations as half their numeric value.  For example, a value of <5 was treated as 2.5.
Bkgd = Background mg/kg - milligrams per kilogram
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