
Table C3
Money Metals Mine SPLP and TCLP Analytical Results
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MM-SD-1 0.36 0.0003 0.0017 0.007 <0.002 0.0014 1 <0.01 <0.01 <0.01 0.45 0.0099 0.3 0.031 <0.0002 <0.01 1.1 <0.002 0.00038 0.6 <0.00005 <0.005 0.17
MM-SD-2 1.01 0.0002 0.0021 0.012 <0.002 0.0002 1.2 <0.01 <0.01 <0.01 0.9 0.002 0.4 0.026 <0.0002 <0.01 1.4 <0.002 0.00051 0.7 <0.00005 <0.005 0.02

MM-SL-1 0.25 0.0005 <0.1 0.01 <0.002 0.0763 8.4 <0.01 0.03 0.81 0.21 10.3 0.8 1.66 <0.0002 <0.01 3.8 0.003 0.0002 1.9 0.00433 <0.005 11.6

WS/A1 NA NA <0.025 0.0277 NA 0.014 NA <0.01 NA NA NA 16.3 NA NA <0.02 NA NA <0.02 <0.01 NA NA NA NA

WS/C/1 NA NA <0.025 0.0259 NA 0.013 NA <0.01 NA NA NA 15.4 NA NA <0.02 NA NA <0.02 <0.01 NA NA NA NA

MM-WS-1 NA NA <0.01 NA NA 0.023 NA <0.01 NA <0.01 NA <0.01 NA NA <0.002 NA NA <0.025 NA NA NA NA 1.6
MM-WS-3 NA NA <0.01 NA NA <0.003 NA <0.01 NA <0.01 NA <0.01 NA NA <0.002 NA NA <0.025 NA NA NA NA <0.1
MM-WS-5 NA NA <0.01 NA NA 0.071 NA <0.01 NA <0.01 NA <0.01 NA NA <0.002 NA NA <0.025 NA NA NA NA 6.2
MM-WS-6 NA NA <0.01 NA NA 0.032 NA <0.01 NA 0.30 NA 5.5 NA NA <0.002 NA NA <0.025 NA NA NA NA 3.7
MM-SD-1 NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA

MM-SD-2 NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA

MM-SL-1 NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA

WS/A1 NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA

WS/C/1 NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA

MM-WS-1 NA NA <1.0 NA NA <0.5 NA <1.0 NA 1 NA 9.5 NA NA <0.002 NA NA <0.5 NA NA NA NA 16
MM-WS-3 NA NA <1.0 NA NA <0.5 NA <1.0 NA <1.0 NA 1.1 NA NA <0.002 NA NA <0.5 NA NA NA NA <5.0
MM-WS-5 NA NA <1.0 NA NA <0.5 NA <1.0 NA 1.6 NA <1.0 NA NA <0.002 NA NA <0.5 NA NA NA NA 17
MM-WS-6 NA NA <1.0 NA NA <0.5 NA <1.0 NA <1.0 NA 34 NA NA <0.002 NA NA <0.5 NA NA NA NA <5.0

NE NE 5.0 100 NE 1.0 NE 5.0 NE NE NE 5.0 NE NE 0.2 NE NE 1.0 5.0 NE NE NE NE
Partial Body Contact NE 0.747T 0.280T NE NE 0.7T NE 2.8T, b NE 1.3T NE 0.015T NE NE 0.280T 28T NE 4.667T 4.667T NE 0.075T NE 280T

acute NE NE 0.44D NE NE 0.00798D, a NE 0.79D, b NE 0.00842D, a NE 0.04138D, a NE NE 0.005D 1.669D, a NE 0.033T 0.0005D, a NE NE NE 0.446D, a

chronic NE NE NE NE NE NE NE NE NE NE NE NE NE NE NE NE NE NE NE NE NE NE NE
a Values are hardness dependent and will be calculated using the value of 400 mg/L CaCO 3,  the maximum hardness value that can be used for calculations.
b Chromium action level listed is for hexavalent chromium (Cr VI).  Total chromium action levels for this category do not exist.
D Indicates results and action levels for dissolved metals.  Unless noted, results are for total metals.
T Indicates action levels for total metals. 
A&We = aquatic and wildlife ephemeral (applicable to Money Metals Mine) SPLP = Synthetic precipitation leaching potential
AZ WQS = Arizona Water Quality Standards TCLP = Toxicity characteristic leaching potential
E & E = Ecology and Environment RCRA = Resource Conservation and revovery Act
NE = none established Indicates exceedence of one or more human health criteria
mg/L = miligrams per liter Indicates exceedence of one or more ecological criteria

Indicates exceedance of the EPA RCRA TCLP limits

Metals (mg/L)
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