APPENDIX E
GEOTECHNICAL ANALYSIS REPORT



E_4_PORT; File: BLUE LEDGE MINE.GPJ; 10/2/2008 Waste Rock

Report: SIEV]

GRAVEL SAND
COBBLES SILT OR CLAY
coarse fine  |coarse] medium fine
U.S. STANDARD
SIEVE OPENING IN INCHES U.S. STANDARD SIEVE NUMBERS HYDROMETER
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PARTICLE SIZE (mm)
. Depth | Sample | Dry e
Boring ID Sample fp Moisture Densgy Symbol| LL | Pl |%G|%S|%F Classification
# | (feet) %) | (Ibs/it)
Waste Rock 1.0 7.1 [ J 44.0138.3|17.7 | Silty Gravel with Sand [GM]

Blue Ledge Mine
Siskiyou County, CA

25696770

PARTICLE SIZE

DISTRIBUTION CURVES






